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Ancaster  
Limestone

Technical Information (typical)
Description 	 Standard available course heights are:
	 65mm, 90mm, 115mm & 140mm.
	 215mm is also available in a limited
	 format. Bed-width is 100mm (nominal)
	 and lengths are random. Larger bed
	 sizes and different course heights
	 available on request. In addition, a full
	 range of Masonry items are able to be
	 offered.

Apparent Density 		  2379 kg/m3
Crushing Strength 		  47.94 Mpa
Water Absorption 		  4.27%
Porosity 		  12.06% 
Saturation Coefficient	 0.84

Ancaster Limestone is cropped and tumbled Limestone which is quarried 
and produced in Ancaster, Lincolnshire.
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